WAS COMPONENTS LTD
NDT APPROVED TEST CERTIF!CATE

Form No WASC283 tss 1 Dated 05/10/056 : '-Page 10f2

Site of Inspection - Stansted B © . Customer O/No - JAG9825

Customer - M Oram C/O Infite Englneenng o __W A 8 Job No =~ 1>ooco<x. Release Ref :- W182600
Alrcraft Type - BAe 146 : _' L Work pack Ref - WASINDTIOSSS B
AIC Reg - __E_x _A6-_AAB o o e Descnptlon - UH Nc?. Wang Ieadang. edge test sectlon

PINo: _ .'-'_Unk.nowrl L o o . SiNo: . NIK___ _' ST T Qty - ohe

Detail of Inspection and _Techni'que:

- Uitrasonlc anspectron carried out on the LJH wmg lead:ng edge test section supplled to
_ascertain the average skin thickness before and after the chemical wash process .
" and also after the tﬂpie (o] coat:ng process bemg camed out onthe test sectaon supphed

' Carned cut in accordance w;th BAe 146 NTM PT 4 20~00 01

Result of t_nsp_ectionf '

g See Attached pictura of the supphed test section for the initial thlclmess measurements
- The measurements vary between .072” to .068" of an inch - "
K 'The test section was re mspected after the chemlcal wash and coatmg applled

B There was No d:scernable reductron in the thlckness for the test sectlon found : .
: The measurements stili measured between 072” and 068”of an inch ’

Thts repozt contams the resuit of the mspectaon performed by W.A.S { Componcnts ) Limited in accordance wrth your order and is sub;ect to
WA, S ( Ccmpcnents ) le;ted standard terms and cond:t:ons for the supply of these sennces i

Certiﬁcéte of Conformitg
Certified that the above mentioned specimens/parts/materials have been tested in accordance with the terms of the contract/order and

applicable specification. This certificate does not relate to the standard/quality of manufacture of the item except as may be specified
in the test contact/order. WS
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Stgned
For and behalf of W. Componenis ) Limited

Date: ............

W.A.S { Components ) Limited
North hangar

Aviation Way

Southend Airport
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-Signed:
For and bet

PN e C D TYE Surrereerianens
of W.A.8 ( Components } Limited i S :

v, 04" FEbIUATY 2010,

Date: .

W.A.S ( Components ) Limited
North hangar - :
Aviation Way :
Southend Airport

§52 8UN




